MM raTmeTAL

TEST SERTIFIKASI
MILL TEST CERTIFICATE
EN 10204 3.1
Misteri/Customer : BATTALLAR DEMIR SAN. VE TIC.LTD.STL Certificate : C20022005
Uriin/Product : GZR-P Tarih/Date : 21.08.2020
Standart : EN 10346:2015 Siparig No/Order No 1 T3009774
Gemi Adi/Vessel Name Sayfa/Page D212
Etiket No/Bobin/Paket [ Gelik Yizey | Yizey Kaplama
Row|  Number A, | Agurik ﬁ_ﬂu Kalltesi | Kankk |  Genigllk Boy Tipl | Kaltesi ;.M.MS.... Afr. Mekanik Ozalikler Kimyasal Bilegim(%)
Num|  (IndivudualCoil = Weighy | "0 | (Swel | (Thickness)|  (Wicth) (Length) | (Surface| (Surface vr“sﬂ. (Coeting {Mechanical Properties) (Chemical Composition%)
Package Number) | TP Quality) Type) | Quality) ™| Weight)
, b e Sertiik
_ 7 Kg ! Pound /3:_:% mm | Inch mm | Inch (grl M2) Lot f A(%) r90 |90 | rm | nm |Hardness | C |(Mn | P | S | Si [ Al | Ti [ Nb|Cr | Cu|Ni |V Mo| B N Ceq
7 7 mpalmpal heb) ppm
_ | Ksi) | Ksi)
1 | 203492279051001 | T20214070 | 23520 /52073.2] GZR-P | DX51D+Z |1.50/ 0,059 1200 / 47244] 0 / 0 | BR A c 060 | 347 [ 409 [ 2 [ 0044 | 0210 {0010 [0007 [0020 oo 00| |
Agiklama/Remarks Kontrol Eden / Controlled By Onaylayan / Approved
Mekanik Test Laboratuvan / Mechanical Test Kalite Kontrol Departmani / Quality Control Department
Laboratory
Sertifika Notu / Explanation

i

We certify that products listed above in accordance with the order requirements and product standart.

ukanda listelenen Grunlerin siparig sartlanna ve Grun standartlarina uygun oldugunu beyan ederiz.
Bu test raporu EN 10204 standardi madde Se uygun olarak imza olmadan gegerli olacak gekilde si

| veri formatinda hazirlanmigltir.

Scanned with CamScanner



N raTmeTal

TEST SERTIFIKASI

MILL TEST CERTIFICATE
EN 10204 3.1
Misteri/Customer : BATTALLAR DEMIR SAN. VE TIC.LTD.STI. Certificate : C20015727
Uran/Product : GZR-P Tarih/Date : 20.06.2020
Standart : EN 10346:2015 Siparig No/Order No : T3008385
Gemi Adi/Vessel Name Sayfa/Page 11
Etiket No/Bobin/Paket x Gelik Yizey | Yizey Kaplama
Row|  Number Hoatbumber| 2B ww.nﬁ.n Kalitesi | Kalinkk | Geniglik Boy Tipl | Kaltesi EM__._”HE Afr. Mekanik Ozellikier Kimyasal Bilegim(%)
Num|  (IndivudualCoil | (Weight) Type) (Steel | (Thickness) |  (Width) (Length)  |(Surface| (Surface m— jon) (Coating (Mechanical Properties) (Chemical Composition%)
Package Number) Quality) Type) | Quality) Weight)
e e Sertilk -
Kg/ Pound mmiinch | mm/inch mm [ Inch (gr/ m2) W | A(%) 80 |n80 | rm | nm Hardness | C |Mn | P | S | Si (Al | Ti |[Nb|Cr|Cu|Ni|V M| B
mpal | mpa/ (hrb) ppm
KSl) | KSI)
1 203425639051001 120212977 | 17.780 /39.198,2) GZR-P | DX51D+Z {1,20 / 0,047 | 1000 / 39,37 D= =0 BR A Cc Z060 | 344 | 413 | 2 0,046 | 0,218 | 0,009 | 0,009 | 0,016 | 0,030 | 0,001
2 203438609051001 T20213207 |17.830 /39.3084] GZR-P | DX51D+Z [1,00/ 0,033 1000 / 3937 [ 0 / 0 BR A c Z060 | 35 | 421 | 3 0051|0212 0,021 0,012 [ 0,015 | 0,033 0,001
Agiklama/Remarks Kontrol Eden / Controlled By Onaylayan / Approved
Mekanik Test Laboratuvari / Mechanical Test Kalite Kontrol Departmani / Quality Control Department
Laboratory
Sertifika Notu / Explanation
Yukarida listelenen Grinlerin siparis sartlanina ve Grin standartlarina uygun oldu§unu beyan ederiz.
We certify that products listed above in accordance with the order requirements and product standart.
Bu test raporu EN 10204 standardi madde 5e uygun olarak imza 1 gegerli olacak sekilde sistemse| veri formatinda hazirlanmigitir.
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